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MATERIAL TESTING SYSTEM NO I 211

Tensile strength test for polychloroprene rubber
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Introduction
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Overview of Shimadzu Autograph Model AG-X.
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Test specimen and test conditions
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Test results
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Tensile testing of polychloroprene rubber
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Test result of tensile testing (Stress-Strain graph)
Table 1
( “ 100% © % 200%
) 100% 200%
100% 200%
(MPe) (MPa) (MPa) )
8.02 2.86 6.37 240
Table.l ( )
Test result of tensile testing (Average value)
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