SHIMADZU APPLICATION NEWS

MATERIAL TESTING SYSTEM NO I 206

Strength evaluation for polyester film
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Static tensile test
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Stress-Elongation data of static tensile test
High speed tensile test
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Overview of testing specimen mounted on the
[ ] High-speed tensile testing system
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Stress-Elongation data of High-speed tensile test
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High speed puncture test
ASTM D 3763-93
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Overview of testing specimen mounted on the
High-speed puncture testing system
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Force-Displacement data of High-speed puncture test
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