SHIMADZU APPLICATION NEWS

gooooogodgooodd

o (101010

SPECTROPHOTOMETRIC ANALYSIS
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Analysis of Rubbers by FTIR
-Method to Remove Calcium Carbonate in Rubbers-

goooboobooooocaCcosoooonooon
oooboobooboboboboobooooooboooo
ooobooooooooooboooooboooooooao
ooooooooooooooooooobooooooo
oooboboobobooobooobooooobooooon

ogboootbooooboooooooooooboooon

mJgggogg

Calcium Carbonate
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Properties of Calcium Carbonate
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Measurement Method
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Analytical Conditions

Resolution t4cem?
Accumulation  :45
Detector :DLATGS

Jgooooooooouoooooooooouogog
gooooooooooobooobobooooboobooooo
gooooooooooooooooooboooogoo
Jgoooooooooouoooooooooooo
S.Murakami

FO.AOOOOoDooo Ooooo
Overview of DuraSampliR II
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Spectrum of Calcium Carbonate
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EPDM Rubber containing CaCOs3 | w w w w
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boboOooEPDMODOUOIOUOOATROODODDODO Spectrum of EPDM after Reaction of Calcium Carbonate with Hydrochloric Acid
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